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Test Report No.:. CANPC26024378608 Date: Sep 02, 2026 Page 1 of 7

Client Name: ECO PACKIN PRINTING DONGGUAN CO., LTD.
Client Address: UNIT 903, NO. 128 QINGBIN DONG RD, QING XI TOWN, DONGGUAN,GUANGDONG,

CHINA
Sample Name: (Outer Box) Corrugated Cardboard Box. Packing Tape. Thank-You Card.
Label. Heat-Shrink Film
Material and Mark: Paper (PAP20). Adhesive Tape (PAP22+GLU7). Paper. Paper. PET

The above sample(s) and information were provided by the client.

SGS Job No.: GZPC2608007007

Sample Receiving Date: Aug 26, 2026

Testing Period: Aug 26, 2026 ~ Sep 02, 2026

Test Requested: Select test(s) as requested by the client.

Test Method(s): Please refer to next page(s).

Test Resuli(s): Please refer to next page(s).
Test Requirement Conclusion
Article 5(4) of Regulation (EU) 2025/40 (Packaging and Packaging Waste
Regulation, PPWR) - Total Lead, Cadmium, Mercury and Hexavalent Pass
Chromium content

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

Vet OHi

Violet Shi

Scan 10 see the report

. CANF’C26024378608
Approved Slgnatory Verification:

check.sgsonline.com.cn
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Test Result(s):

Test Part Description:

SN ID Sample No. SGS Sample ID Description

SN1 001 CAN26-0243786-0001.C001 Brown cardboard

SN2 002 CAN26-0243786-0001.C002 Yellow adhesive tape

SN3 004 CAN26-0243786-0001.C004 | White paper with green w/ black printing

SN4 005 CAN26-0243786-0001.C005 | White adhesive label with black printing

SN5 006 CAN26-0243786-0001.C006 Colorless transparent film
Remarks:

(1) 1 mg/kg =1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) ““= Not Regulated

Article 5(4) of Regulation (EU) 2025/40 (Packaging and Packaging Waste Regulation, PPWR) - Total
Lead, Cadmium, Mercury and Hexavalent Chromium content

Test Method:  With reference to IEC 62321-4:2013+AMD1:2017, IEC 62321-5:2013 and IEC 62321-7-
2:2017, analysis was performed by ICP-OES and UV-Vis.

Test ltem(s) Limit Unit(s) MDL 001 002 004
Cadmium(Cd) - mg/kg 5 ND ND ND
Lead(Pb) - mg/kg 5 7 ND ND
Mercury(Hg) - mg/kg 5 ND ND ND
Hexavalent Chromium(CrVI) - mg/kg 8 ND ND ND
Total (Cd+ Pb + Hg + CrVI) 100 mg/kg - 7 ND ND
Conclusion Pass Pass Pass
Test ltem(s) Limit Unit(s) MDL 005 006
Cadmium(Cd) - mg/kg 5 ND ND
Lead(Pb) - mg/kg 5 ND ND
Mercury(Hg) - mg/kg 5 ND ND
Hexavalent Chromium(CrVI) - mg/kg 8 ND ND
Total (Cd+ Pb + Hg + CrVI) 100 mg/kg - ND ND
Conclusion Pass Pass

Notes:

REGULATION (EU) 2025/40 OF THE EUROPEAN PARLIAMENT AND OF THE COUNCIL of 19 December
2024 on packaging and packaging waste, amending Regulation (EU) 2019/1020 and Directive (EU)
2019/904, and repealing Directive 94/62/EC.

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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available on request or accessible at https://www.sgs.com/en/Terms-and-Conditions. Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects
the Company’s findings at the time of its intervention only and within the limits of Client's instructions, if any. The Company’s sole
responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations
under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted
to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.
)

Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,
or email: CN.Doccheck@sgs.com

R L

Inspection & Testing Services

No.198, Kezhu Road, Science Cty, Economic & Technalogical Development Area, Guangzhou, Guangdong, China 510663 t (86-20) 82155555 WWW.Sgsgroup.com.cn
RE R TNERREAT LA S XM FENKE198S  dB4A: 510663 t (86-20)82155555  sgs.china@sgs.com

oratory |
Member of the SGS Group (SGS SA)

LN

2 Insp

[

7



Test Report
ATTACHMENTS

These samples of Pb/Cd/Hg were dissolved totally by pre-conditioning method according to below flow chart.
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Elements Testing Flow Chart

Sample Preparation

\ 4
Sample Measurement
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Acid digestion with microwave/
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ATTACHMENTS
Hexavalent Chromium (Cr(VI)) Testing Flow Chart

Sample Preparation
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Test Report
Sample Photo:
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CAN26-0243786-0001.C006

SGS authenticate the photo on original report only
*** End of Report ***
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