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Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

Violet Shi
Approved Signatory

Client Name: ECO PACKIN PRINTING DONGGUAN CO., LTD.
Client Address: UNIT 903, NO. 128 QINGBIN DONG RD, QING XI TOWN, DONGGUAN,GUANGDONG, 

CHINA

Sample Name: (Outer Box) Corrugated Cardboard Box、Packing Tape、Thank-You Card、
Label、Product Box③

Material and Mark: Paper (PAP20)、Adhesive Tape (PAP22+GLU7)、Paper、Paper、Paper 
(including printed paper)

The above sample(s) and information were provided by the client.
---------------------------------------------------------------------------------------------------------------------------------------------

SGS Job No.: GZPC2608007007
Sample Receiving Date: Aug 26, 2026
Testing Period: Aug 26, 2026 ~ Sep 07, 2026
Test Requested: Select test(s) as requested by the client.
Test Method(s): Please refer to next page(s).
Test Result(s): Please refer to next page(s).

Test Requirement Conclusion
Article 5(4) of Regulation (EU) 2025/40 (Packaging and Packaging Waste 
Regulation, PPWR) - Total Lead, Cadmium, Mercury and Hexavalent 
Chromium content

Pass
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Test Result(s): 

Test Part Description：
SN ID Sample No. SGS Sample ID Description
SN1 001 CAN26-0243786-0001.C001 Brown cardboard
SN2 002 CAN26-0243786-0001.C002 Yellow adhesive tape
SN3 004 CAN26-0243786-0001.C004 White paper with green w/ black printing
SN4 005 CAN26-0243786-0001.C005 White adhesive label with black printing
SN5 011 CAN26-0243786-0001.C011 Brown cardboard with black printing

Remarks:
(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-“ = Not Regulated

Article 5(4) of Regulation (EU) 2025/40 (Packaging and Packaging Waste Regulation, PPWR) - Total 
Lead, Cadmium, Mercury and Hexavalent Chromium content

Test Method: With reference to IEC 62321-4:2013+AMD1:2017, IEC 62321-5:2013 and IEC 62321-7-
2:2017, analysis was performed by ICP-OES and UV-Vis.

Test Item(s) Limit Unit(s) MDL 001 002 004
Cadmium(Cd) - mg/kg 5 ND ND ND
Lead(Pb) - mg/kg 5 7 ND ND
Mercury(Hg) - mg/kg 5 ND ND ND
Hexavalent Chromium(CrVI) - mg/kg 8 ND ND ND
Total (Cd+ Pb + Hg + CrVI) 100 mg/kg - 7 ND ND
Conclusion Pass Pass Pass

Test Item(s) Limit Unit(s) MDL 005 011
Cadmium(Cd) - mg/kg 5 ND ND
Lead(Pb) - mg/kg 5 ND 7
Mercury(Hg) - mg/kg 5 ND ND
Hexavalent Chromium(CrVI) - mg/kg 8 ND ND
Total (Cd+ Pb + Hg + CrVI) 100 mg/kg - ND 7
Conclusion Pass Pass

Notes:
REGULATION (EU) 2025/40 OF THE EUROPEAN PARLIAMENT AND OF THE COUNCIL of 19 December 
2024 on packaging and packaging waste, amending Regulation (EU) 2019/1020 and Directive (EU) 
2019/904, and repealing Directive 94/62/EC.
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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ATTACHMENTS

Elements Testing Flow Chart

These samples of Pb/Cd/Hg were dissolved totally by pre-conditioning method according to below flow chart.

ICP-OES/AAS

DATA

Filtration

Acid digestion with microwave/ 
hotplate/heating digester

Sample Preparation

Sample Measurement

Solution Residue

1) Alkali Fusion / Dry 
Ashing 

2) Acid to dissolve
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ATTACHMENTS

Hexavalent Chromium (Cr(VI)) Testing Flow Chart

Metallic 
material

DATA

UV-Vis

Boiling water 
extraction

Adding 1,5- 
diphenylcarba
zide for color 
development

Sample Preparation

Sample Measurement

Adding 1,5- 
diphenylcarbazide for 

color development

UV-Vis

Nonmetallic 
material

Dissolving by 
ultrasonication

pH adjustment

DATA

ABS/PC/PVC Others

Digesting at 
150~160°C

Digesting at 
60°C by 

ultrasonication

Separating to 
get aqueous 

phase
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Sample Photo:

CAN26-0243786-0001.C001

CAN26-0243786-0001.C002
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CAN26-0243786-0001.C004

CAN26-0243786-0001.C005
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CAN26-0243786-0001.C011

SGS authenticate the photo on original report only
*** End of Report ***


		2026-09-07T09:21:23+0000
	CNE2
	SGS officially issued document




